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SECTION 088000 – GLAZING 

PART 1 - GENERAL 

1.1 SUMMARY 

A. Section Includes: 

1. Glass products. 
2. Wired glazing. 
3. Monolithic acrylic glazing. 
4. Monolithic polycarbonate glazing. 
5. Glazing sealants. 
6. Glazing tapes. 

 

B. Related Sections: 

1.  Section 081113 – Hollow Metal Doors and Frames 
2.  Section 084113 – Aluminum-Framed Storefronts 
3.  Section 084213 – Aluminum-Framed Entrances 
4.  Section 085123 – Fire-Rated Windows 
5.  Section 086300 – Metal-Framed Skylights 
 

C. Reference and Industry Standards 
 
 1.  The following reference standards shall be applicable to this Section: 
 
   a. The current Enterprise Green Communities (EGC) Criteria, and the current New York  
    City Overlay. 
 
 2.  Industry Standards 
 

• ASTM (American Society for Testing and Materials) 
• SGCC (Safety Glazing Certification Council) 

 
D. The current NYC Overlay of the current Enterprise Green Communities Criteria: 
 
 1.  Mandatory Requirements: See the NYC Overlay of the EGC reference standard for   

  full specifications. 
 
   a. All projects must achieve compliance with the mandatory criteria measures that are  

   applicable: 
 

• Criterion 6.4: Healthier Material Selection 
• Criterion 6.10: Construction Waste Management 

 
2.  Optional Project Requirements for Certification Points 
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   a. Additionally, rehab projects are required to achieve 55 optional points. Criteria with  
   optional points related to this Specification Section include, but may not be limited  
   to: 

 
• Criterion 6.1: Ingredient Transparency for Material Health 
• Criterion 6.4: Healthier Material Selection 
• Criterion 6.10: Construction Waste Management 

1.2 PREINSTALLATION MEETINGS 

A. Preinstallation Conference: Conduct conference at Project site. 

1.3 ACTION SUBMITTALS 

A. Product Data: For each type of product. 

B. Glass Samples: For each type of glass product other than clear monolithic vision glass; 12 inches 
square. 

1.4 INFORMATIONAL SUBMITTALS 

A. Product Certificates: For glass. 

B. Product test reports. 

C. Sample warranties. 

1.5 QUALITY ASSURANCE 

A. Sealant Testing Agency Qualifications: An independent testing agency qualified according to 
ASTM C1021 to conduct the testing indicated. 

B. Safety Glazing Labeling:  Where safety glazing labeling is indicated, permanently mark glazing 
with certification label of the SGCC or another certification agency acceptable to authorities 
having jurisdiction.  Label shall indicate manufacturer's name, type of glass, thickness, and safety 
glazing standard with which glass complies. 

C. Fire-Protection-Rated Glazing Labeling:  Fire-Protection-Rated Glazing shall bear a label or other 
identification showing the name of the manufacturer, the test standard, and the fire protection 
rating. Such label or identification shall be issued by an approved agency and shall be permanently 
affixed. 

1.6 WARRANTY 

A. Manufacturer's Special Warranty for Laminated Glass: Manufacturer agrees to replace laminated-
glass units that deteriorate within specified warranty period. Deterioration of laminated glass is 
defined as defects developed from normal use that are not attributed to glass breakage or to 
maintaining and cleaning laminated glass contrary to manufacturer's written instructions. Defects 
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include edge separation, delamination materially obstructing vision through glass, and blemishes 
exceeding those allowed by referenced laminated-glass standard. 

1. Warranty Period: Five (5) years from date of Substantial Completion. 

PART 2 - PRODUCTS 

2.1 PERFORMANCE REQUIREMENTS 

A. Safety Glazing: Where safety glazing is indicated, provide glazing that complies with 
16 CFR 1201, Category II. 

B. Fire-Test Response Characteristics of Plastic Glazing: As determined by testing plastic glazing 
by a qualified testing agency acceptable to authorities having jurisdiction. 

2.2 GLASS PRODUCTS, GENERAL 

A. Safety Glazing Labeling: Where safety glazing is indicated, permanently mark glazing with 
certification label of the SGCC or manufacturer. Label shall indicate manufacturer's name, type 
of glass, thickness, and safety glazing standard with which glass complies. 

B. Thickness: Where glass thickness is indicated, it is a minimum. 

C. Strength: Where annealed float glass is indicated, provide annealed float glass, heat-strengthened 
float glass, or fully tempered float glass. Where heat-strengthened float glass is indicated, provide 
heat-strengthened float glass or fully tempered float glass. Where fully tempered float glass is 
indicated, provide fully tempered float glass. 

2.3 GLASS PRODUCTS 

A. Clear Annealed Float Glass: ASTM C1036, Type I, Class 1 (clear), Quality-Q3. 

B. Low-Iron Annealed Float Glass: ASTM C1036, Type I, Class I (clear), Quality-Q3; and with 
visible light transmission of not less than 91 percent. 

C. Tinted Annealed Float Glass: ASTM C1036, Type I, Class 2 (tinted), Quality-Q3. 

D. Fully Tempered Float Glass: ASTM C1048, Kind FT (fully tempered), Condition A (uncoated) 
unless otherwise indicated, Type I, Class 1 (clear) or Class 2 (tinted) as indicated, Quality-Q3. 

E. Heat-Strengthened Float Glass: ASTM C1048, Kind HS (heat strengthened), Type I, Condition A 
(uncoated) unless otherwise indicated, Type I, Class 1 (clear) or Class 2 (tinted) as indicated, 
Quality-Q3. 

F. Reflective- and Low-E-Coated Vision Glass: ASTM C1376. 
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2.4 PLASTIC GLAZING, GENERAL 

A. Plastic Glazing Labeling: Identify plastic sheets with appropriate markings of applicable testing 
and inspecting agency, indicating compliance with required fire-test-response characteristics. 

2.5 MONOLITHIC ACRYLIC GLAZING 

A. Plastic Glazing: Transparent acrylic sheet; ASTM D4802, Finish 1 (smooth or polished), 
Type UVF (UV filtering). 

2.6 MONOLITHIC POLYCARBONATE GLAZING 

A. Plastic Glazing: Polycarbonate sheet; ASTM C1349, Appendix X1, Type I (standard, UV 
stabilized), with a polished finish. 

2.7 GLAZING GASKETS 

A. Dense Compression Gaskets: Molded or extruded gaskets, [EPDM, ASTM C864] [or] [silicone, 
ASTM C1115]; and of profile and hardness required to maintain watertight seal. 

B. Soft Compression Gaskets: Extruded or molded, closed-cell, integral-skinned [EPDM] [or] 
[silicone] gaskets complying with ASTM C509, Type II, black; and of profile and hardness 
required to maintain watertight seal. 

2.8 GLAZING SEALANTS 

A. General: 

1. Compatibility: Compatible with one another and with other materials they contact, 
including glass products, seals of insulating-glass units, and glazing channel substrates, 
under conditions of service and application, as demonstrated by sealant manufacturer based 
on testing and field experience. 

2. Suitability: Comply with sealant and glass manufacturers' written instructions for selecting 
glazing sealants suitable for applications indicated and for conditions existing at time of 
installation. 

3. Colors of Exposed Glazing Sealants: To match window frame. 

B. Neutral-Curing Silicone Glazing Sealant, Class 100/50: Complying with ASTM C920, Type S, 
Grade NS, Use NT. 

C. Neutral-Curing Silicone Glazing Sealant, Class 50: Complying with ASTM C920, Type S, 
Grade NS, Use NT. 

D. Neutral-Curing Silicone Glazing Sealant, Class 25: Complying with ASTM C920, Type S, 
Grade NS, Use NT. 

E. Acid-Curing Silicone Glazing Sealant, Class 25: Complying with ASTM C920, Type S, 
Grade NS, Use NT. 
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2.9 MISCELLANEOUS GLAZING MATERIALS 

A. Cleaners, Primers, and Sealers: Types recommended by sealant or gasket manufacturer. 

B. Setting Blocks: 

1. [EPDM] [Silicone] with Shore A durometer hardness of 85, plus or minus 5. 
2. Type recommended in writing by sealant or glass manufacturer. 

C. Spacers: 

1. Neoprene blocks or continuous extrusions of hardness required by glass manufacturer to 
maintain glass lites in place for installation indicated. 

2. Type recommended in writing by sealant or glass manufacturer. 

D. Edge Blocks: 

1. [EPDM] [Silicone] with Shore A durometer hardness per manufacturer's written 
instructions. 

2. Type recommended in writing by sealant or glass manufacturer. 

E. Cylindrical Glazing Sealant Backing: ASTM C1330, Type O (open-cell material), of size and 
density to control glazing sealant depth and otherwise produce optimum glazing sealant 
performance. 

PART 3 - EXECUTION 

3.1 GLAZING, GENERAL 

A. Comply with combined written instructions of manufacturers of glass, sealants, gaskets, and other 
glazing materials, unless more stringent requirements are indicated, including those in referenced 
glazing publications. 

B. Protect glass edges from damage during handling and installation. Remove damaged glass from 
Project site and legally dispose of off Project site. Damaged glass includes glass with edge damage 
or other imperfections that, when installed, could weaken glass, impair performance, or impair 
appearance. 

C. Apply primers to joint surfaces where required for adhesion of sealants, as determined by 
preconstruction testing. 

D. Install setting blocks in sill rabbets, sized and located to comply with referenced glazing 
publications, unless otherwise required by glass manufacturer. Set blocks in thin course of 
compatible sealant suitable for heel bead. 

E. Do not exceed edge pressures stipulated by glass manufacturers for installing glass lites. 

F. Provide spacers for glass lites where length plus width is larger than 50 inches. 
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G. Provide edge blocking where indicated or needed to prevent glass lites from moving sideways in 
glazing channel, as recommended in writing by glass manufacturer and in accordance with 
requirements in referenced glazing publications. 

3.2 GASKET GLAZING (DRY) 

A. Cut compression gaskets to lengths recommended by gasket manufacturer to fit openings exactly, 
with allowance for stretch during installation. 

B. Insert soft compression gasket between glass and frame or fixed stop so it is securely in place 
with joints miter cut and bonded together at corners. 

C. Installation with Drive-in Wedge Gaskets: Center glass lites in openings on setting blocks, and 
press firmly against soft compression gasket by inserting dense compression gaskets formed and 
installed to lock in place against faces of removable stops. Start gasket applications at corners and 
work toward centers of openings. Compress gaskets to produce a weathertight seal without 
developing bending stresses in glass. Seal gasket joints with sealant recommended in writing by 
gasket manufacturer. 

D. Installation with Pressure-Glazing Stops: Center glass lites in openings on setting blocks, and 
press firmly against soft compression gasket. Install dense compression gaskets and pressure-
glazing stops, applying pressure uniformly to compression gaskets. Compress gaskets to produce 
a weathertight seal without developing bending stresses in glass. Seal gasket joints with sealant 
recommended in writing by gasket manufacturer. 

E. Install gaskets so they protrude past face of glazing stops. 

3.3 SEALANT GLAZING (WET) 

A. Install continuous spacers, or spacers combined with cylindrical sealant backing, between glass 
lites and glazing stops to maintain glass face clearances and to prevent sealant from extruding 
into glass channel and blocking weep systems until sealants cure. Secure spacers or spacers and 
backings in place and in position to control depth of installed sealant relative to edge clearance 
for optimum sealant performance. 

B. Force sealants into glazing channels to eliminate voids and to ensure complete wetting or bond 
of sealant to glass and channel surfaces. 

C. Tool exposed surfaces of sealants to provide a substantial wash away from glass. 

3.4 CLEANING AND PROTECTION 

A. Immediately after installation, remove nonpermanent labels and clean surfaces. 

B. Protect glass from contact with contaminating substances resulting from construction operations. 
Examine glass surfaces adjacent to or below exterior concrete and other masonry surfaces at 
frequent intervals during construction, but not less than once a month, for buildup of dirt, scum, 
alkaline deposits, or stains. 
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1. If, despite such protection, contaminating substances do contact with glass, remove 
substances immediately as recommended in writing by glass manufacturer. Remove and 
replace glass that cannot be cleaned without damage to coatings. 

C. Remove and replace glass that is damaged during construction period. 

END OF SECTION 088000 
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